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Summary

Flywheel energy storage devices comprising multilayered composite rotor systems are being studied extensively
for utilization in the International Space Station. These composite material systems were investigated with a recently
developed ultrasonic resonance spectroscopy technique. The ultrasonic system employs a continuous swept-sine

waveform and performs a fast Fourier transform (FFT) on the frequency response spectrum. In addition, the system
is capable of equalizing the amount of energy at each frequency. Equalization of the frequency spectrum, along with

interpretation of the second FFT, aids in the evaluation of the fundamental frequency. The frequency responses from

multilayered material samples, with and without known defects, were analyzed to assess the capabilities and limita-
tions of this nondestructive evaluation technique for material characterization and defect detection. Amplitude and

frequency changes were studied from ultrasonic responses of thick composite rings and a multiring composite rim.
A composite ring varying in thickness was evaluated to investigate the full thickness resonance. The frequency

response characteristics from naturally occurring voids in a composite ring were investigated. Ultrasonic responses
were compared from regions with and without machined voids in a composite ring and a multiring composite rim.

Finally, ultrasonic responses from the multiring composite rim were compared before and after proof spin testing
to 63,000 rpm.

Introduction

Flywheel energy storage devices comprising multilayered composite rotor systems generate and store energy in
a rotating mass. The rotor is the complete rotating assembly of the flywheel, primarily composed of a metallic hub
and a composite rim, as shown in figure 1. The rim, as illustrated in figure 1, may contain several concentric com-

posite rings with varying composite materials and geometries. Thick composite rings and a multiring composite rim
such as these were investigated in this study for use in International Space Station (ISS) flywheel systems.

Ultrasonic spectroscopy is used in the nondestructive evaluation (NDE) of materials. Previous approaches to

ultrasonic spectroscopy demonstrated its effectiveness in evaluating attenuation, velocity, and degradation in com-
posite materials and ceramics; detecting and classifying discrete flaws, cracks, and corrosion; characterizing delami-
nations in composites; and analyzing multiple-layered structures and adhesively bonded joints (refs. 1 to 4). A

narrow ultrasonic signal was pulsed into a specimen with a piezoelectric broadband transducer, creating a wide
bandwidth frequency response. After ultrasound traveled through a specimen, a broadband transducer received the

ultrasonic response in the time domain. A spectrum analyzer converted the ultrasonic pulse from the time domain

to the frequency domain with a fast Fourier transform (FFT). The resulting spectrum was analyzed for amplitude
and frequency changes. For more details, the reader should consult the extensive review of previous approaches to
ultrasonic spectroscopy and its applications produced by Fitting and Adler (ref. 2).
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Figure 1.--Rotor showing metallic hub with rim
consisting of eight concentric rings.

Tucker (ref. 5) developed and patented a new

approach to ultrasonic spectroscopy called ultrasonic
resonance spectroscopy (URS). This system utilizes a

continuous swept-frequency waveform in a pitch-catch
or through-transmission mode. The technique requires
performing an additional FFT on the frequency spec-

trum to find the fundamental resonant frequencies or

spectrum resonance spacing, which result from a
localized ultrasonic standing wave existing in a plate.

This method exhibited more advances in detecting

hidden corrosion in aluminum plates (ref. 6) and

evaluating bond quality in multiple-layered structures
(ref. 7) than previously used techniques. In addition,
the method was able to evaluate thin and thick multi-

layered composite rings from flywheels for the ISS
(ref. 8). The system also showed potential as a

scanning technique (ref. 9).
The current study assessed the limitations and

capabilities of URS as an NDE technique for material
characterization and defect detection. Amplitude and

frequency changes in the spectrum and spectrum reso-
nance spacing domains were evaluated from the ultra-

sonic responses of thick composite rings and a
multiring composite rim. A thick composite ring with varying thickness was analyzed to investigate the full thick-

ness resonance capabilities. The responses from areas in rings with manufactured and naturally occurring voids were
compared to those from defect-free areas. A multiring composite rim with electrical discharge machining (EDM)

notches was evaluated to determine the capabilities and limitations in detecting defects in the rim. Finally, the
multiring composite rim was investigated before and after proof spin testing to 63,000 rpm to establish baseline data

for further investigation.

Background

Resonance

The fundamental resonant frequency results from a localized ultrasonic standing wave existing in a specimen

whose thickness is equal to half of the wavelength. The fundamental resonant frequency is calculated from an equa-
tion that relates frequency to the thickness of and acoustic velocity in a plate. The fundamental relation (ref. 4)

between the frequency f, wavelength )_, and acoustic velocity c is

Rearranging these terms yields

c=f_,

c
zm

At the fundamental resonant frequencYfR, there is a half wavelength in the plate thickness and

2

(1)

(2a)

(2b)
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whered is the plate thickness. Solving for the wavelength )_ yields

X =2d

Substituting equation (3) into equation (2) yields

(3)

c
zm

fR 2d (4)

Ultrasonic System

The commercially available ultrasonic system (ref. 5) employed in the current analysis includes a digital

processing oscilloscope, amplifier, digital-to-analog converter, and necessary computer software. The software gen-
erates a continuous swept-frequency acoustic wave and captures the frequency response of a test specimen. The

frequency sweep or interval is user defined, with capabilities from the audible range to 8 MHz (James Tucker, in
July 1999 E-mail to Laura Harmon). Figure 2 depicts the URS process with the ultrasonic system. The computer

software generates a digital-input waveform, shown in figure 2(a). The digital-input waveform is converted to an
analog signal and transmitted into the test specimen with a medium-damped direct-contact transducer. The medium-

damped transducer maintains a high level of energy while providing a wide-bandwidth frequency response. Another
medium-damped transducer receives the ultrasonic response in the time domain, shown in figure 2(b). A digital

spectrum analyzer converts the ultrasonic wave from the time domain to the frequency domain via FFT, shown in
figure 2(c). The frequency spectrum contains higher order resonance peaks or harmonics, as exhibited by the

material system under investigation. Since the value of each harmonic is an integer multiple of the fundamental fre-
quency, the fundamental frequency is represented by the spacing between resonance peaks. Consequently, the

performance of a second FFT on the spectrum produces a peak representing the spectrum resonance spacing, or the
fundamental resonant frequency, as shown in figure 2(c). A resonance peak in the spectrum resonance spacing

domain indicates an impedance mismatch.
To eliminate the effects of a nonlinear transducer response, the system has the capability of equalizing the

amount of energy distributed to each frequency. Equalization is accomplished by coupling the transducers face to
face, as illustrated in figure 3(a). An example of the resulting input spectrum after equalization is shown in

figure 3(b). To compensate for the energy lost through attenuation, as in the present study, more energy can be
devoted to the higher frequencies with the resulting energy distribution depicted in figure 3(c).

l ...........................,,,............... ,,,..... i i

(a) (b) (c)

Figure 2.--Through-transmission ultrasonic spectroscopy on Lucite sample. (a) Digital input waveform in time
domain. (b) Digital output waveform in time domain. (c) Typical output display.
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Specimens and Experimental Procedures

Specimens

Four specimens, three composite rings and a multiring composite rim, were considered in this study. The thick

composite rings Log Drop 1.4, STD 3, and R2.6 had very similar structures. Evaluation of Log Drop 1.4 investi-

gated changes in resonant frequencies due to thinning of various sections. Sections were milled from the ring, as

shown in figure 4. Region (a) of the ring was left intact; one section was removed from (b); and increasingly thick

sections were milled from regions (c), (d), and (e). Intentionally manufactured EDM notches and drilled holes of

varying sizes and depths were placed throughout the STD 3 ring. Ultrasonic responses were compared from regions

with and without manufactured flaws to observe changes in amplitude and resonant frequency. Ring R2.6 exhibited

regions that were affected by unintentional manufacturing flaws. Figure 5 shows three locations of interest in Ring

R2.6: (a) a defect-free region; (b) a 1.0-mm (0.04-in.) void in the ring spanning 4.1 mm (0.16 in.) perpendicular to

the ultrasonic wave path; and (c) a void cluster 7.7 mm (0.3 in.) in the ring spanning 12.2 mm (0.48 in.), also

perpendicular to the ultrasonic wave path.

The multiring composite rim consisted of multiple concentric rings similar to the thick composite rings. The

rim was evaluated before and after proof spin testing to 63,000 rpm. Before spin testing, a section of the rim was

removed. EDM notches and drilled holes of different sizes and at different locations were machined into this section

of the rim, also known as the standard rim. Responses from areas with and without detectable EDM notches on the

standard rim were compared. After spin testing of the rim free of EDM notches, measurements were taken along the

circumference every 45 ° in the counterclockwise direction, starting at 0 ° with one measurement at 15 °. These

responses were compared to the responses from the areas of the standard rim section without detectable EDM

notches for evaluation before and after spin testing.

Experimental Procedures

All specimens were evaluated in the pitch-catch (i.e., send-receive) mode of ultrasonic transmission with direct

contact. The transducers were coupled to the outer diameter of the rings with couplant A (propylene glycol) or

couplant D (gel). Coaxial cables connected the transducers to the transmitter and receiver. Medium-damped trans-

ducers maximized energy while keeping the bandwidth broad.

NASA/TM--2002-211104 4



Figure 4.--Ring Log Drop 1.4 with composite sections
removed, where region (a) remained intact; (b) had

one section removed; and (c), (d), and (e) had
increasingly thick sections removed.

Figure 5.--Ultrasonic C-scan of section of Ring R2.6
showing presence of (a) unflawed region, (b) void

1.0 mm into ring, and (c) void cluster 7.7 mm into ring.

Results and Analysis

Ring Log Drop 1.4

Figure 6 compares the response for section (c) with a thickness of 7.72 mm (0.304 in.) to the response for sec-

tion (a) with a thickness of 10.87 mm (0.428 in.). Only the full thickness resonances were present at 0.198 MHz for

region (c) and 0.144 MHz for region (a) in the spectrum resonance spacing domain. These responses are typical of

the ultrasonic responses for each region of the ring. Resonant frequencies corresponding to locations within the

thickness were not present in the spectrum resonance spacing domain, indicating that the full thickness resonated as

one system and that the system was well bonded. The graph in figure 7 illustrates spectrum resonance spacing versus

thickness, showing the resonant frequencies at each region of the ring. As expected, thinner regions produced larger

resonant frequencies.

NASA/TM--2002-211104 5
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Ring STD 3

Figures 8, 9, and 10 compare the ultrasonic response from a defect-free region to the responses from regions

with three manufactured flaws greater than or equal to 1.7 mm (0.07 in.) in width perpendicular to the ultrasonic

wave path. For the defect-free regions of STD 3, a sharp peak appeared at 0.148 + 0.008 MHz, representing the full

thickness of 10.74 mm (0.423 in.) resonating. In addition, there was a resonance peak at 0.214 MHz, which corre-

sponds to the thickness of 7.64 mm (0.301 in.). Sharp peaks indicate high impedance mismatches; however, Ring

Log Drop 1.4 did not produce multiple sharp peaks in the spectrum resonance spacing. These facts suggest the

existence of a kissing disbond (i.e., close mechanical contact without bonding) in STD 3 approximately 7.64 mm

(0.301 in.) into the ring. Energy traveled through the ring to resonate the full thickness of the ring, as well as part of

the full thickness. A previous study (ref. 7) suggested that such resonances may be indicative of a bonded sample

where some energy penetrates the bond to resonate the full thickness of the sample, and some energy reflects at the

bond. Therefore, a position at 7.64 mm (0.301 in.) into STD 3 may have a weaker bond than other locations nearer

the outer diameter. Optically, degradation cannot be seen at the depth of 7.64 mm (0.301 in.) into the ring. In addi-

tion, real-time x-ray, ultrasonic C-scan, and computed tomography scans did not detect damage at this location.

Further investigation is required to determine whether URS detected a kissing disbond or a weak bond that went

undetected by other NDE methods.

The three responses from regions with defects of widths greater than or equal to 1.7 mm (0.07 in.) perpendicular

to the ultrasonic wave path indicated amplitude reductions in both the spectrum and spectrum resonance spacing

domains. The locations of the defects were not determined from the responses, as resonances corresponding to the

NASA/TM--2002-211104 6
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frequency spectrum and (c) spectrum resonance spacing comparing EDM notch to defect-free region.

location of the flaws did not consistently appear. The only signal that may have indicated the location of the flaw is

shown in figure 9. A resonance peak increased in amplitude at 0.309 MHz, which corresponds to the location of the

porosity network of drilled holes.

Hence, URS detected discrete defects with widths greater than or equal to 1.7 mm (0.07 in.) perpendicular to the

ultrasonic wave path as a reduction of amplitude in the spectrum and spectrum resonance spacing domains. The

locations of the defects were not determined, as resonance peaks corresponding to the locations did not consistently

appear.

Ring R2.6

Figure 11 compares responses from the defect-free region and the region with the 4.1-mm- (0.16-in.-) wide void

1 mm (0.04 in.) from the outer diameter. For the defect-free region, a sharp peak was present at 0.118 + 0.008 MHz

representing the full thickness resonance. In addition to the full thickness resonance, a sharp peak at 0.157 +

0.008 MHz appeared, representing an approximate thickness of 9.6 mm (0.38 in.) from the outer diameter of the

ring. This resonance may be indicative of a kissing disbond at the corresponding location; further investigation of

the results are needed to corroborate its existence. Less-defined peaks at 0.248, 0.312, and 0.494 MHz, correspond-

ing to the approximate thicknesses of 6.1 mm (0.24 in.), 5.5 mm (0.22 in.), and 4 mm (0.16 in.) from the outer diam-

eter, emerged in the response for the defect-free region as well. Further NDE is necessary to verify the source of the

resonance peaks, as computed tomography did not locate defects at these locations (see figs. 1 l(c) and 12(c)).

The void in figure 1 l(c) produced the ultrasonic response also shown in figure 11. The fundamental resonant

frequency corresponding to the location of the void was not resolved in the spectrum resonance spacing domain

because the spectrum sweep or interval was capable of exciting the fundamental frequency only. For a resonance to

be resolved in the spectrum resonance spacing domain, more than one peak is necessary in the spectrum domain.

Due to time constraints, another wider sweep was not performed. However, there were observable changes in the

NASA,rFM--2002-211104 8
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Figure 11 .--Regions with and without void 1.0 mm into ring R2.6. (a) Spectrum. (b) Spectrum resonance spacing.
(c) Computed tomography image showing location of void.

response. The amplitude of the full thickness resonance at 0.118 MHz decreased by approximately 40 percent,

which means that less energy returned through the full thickness. The resonant frequency at 0.147 MHz shifted out-

side the error of the 0.157 MHz resonance but remained at the same amplitude. In addition, there was an overall

amplitude reduction in the frequency spectrum. A resonance corresponding to the location of the void, 1.0 mm

(0.04 in.) from the outer diameter of ring R2.6, was not resolved in the spectrum resonance spacing.

Figure 12 compares responses for the defect-free region and the region with the void cluster 7.7 mm (0.3 in.)

into the ring spanning 12.2 mm (0.48 in.) perpendicular to the ultrasonic wave path. The resonance corresponding to

the location of the void cluster, 0.210 MHz, did not emerge in the response in figure 12. The amplitude of the full

thickness resonance declined by approximately 60 percent. In addition, the frequency spectrum indicated amplitude

reductions of approximately 60 percent for the frequencies beyond 1.800 MHz. Therefore, URS evaluation detected

the presence of damage only by a reduction in amplitude.

Multiring Composite Rim With Manufactured Flaws at Different Locations

Results from the standard rim with manufactured flaws indicated that URS did not detect or locate discrete

notches with a width of 1.5 mm (0.06 in.) perpendicular to the ultrasonic wave path because of scattering and

dispersion. In contrast to Ring STD 3 and Ring R2.6, changes in amplitude were not observed because the notches

in the rim were smaller than those in the rings. In addition, resonances corresponding to the locations of the defects

did not appear.
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Multiring Composite Rim Before and After Proof Spin Testing

Figure 13 compares two URS responses before and after proof spin testing. The resonance for the full thickness
of the rim, 82.0 mm (3.23 in.), was calculated as 0.019 MHz. The full thickness resonance did not appear in the

ultrasonic response, as expected, because ultrasound previously had penetrated only 48 mm into this rim (ref. 10).
The largest resonance peak appearing in the spectrum resonance spacing domain in figure 13(b) had two parts for

both ultrasonic responses. The resonance of the highest amplitude occurred at approximately 0.142 MHz, corre-
sponding to 11.2 mm (0.44 in.), whereas the lower amplitude resonance occurred at approximately 0.132 MHz, cor-

responding to 12.1 mm (0.48 in.). The thickness of the outer ring was 12.0 mm (0.47 in.). These measurements and
calculations suggested that the outer ring resonated. Additional resonances appeared at 0.033, 0.045, and 0.066

MHz, shown in figure 13, corresponding to 48.2 (1.90 in.), 36.2 (1.43 in.), and 23.7 mm (0.93 in.) from the outer
diameter of the rim. These resonances appeared in all the responses at varying amplitudes, before and after spin

testing. Their thicknesses correspond to the thickness from the outer diameter to the fourth ring at 48 mm, third ring
at 36 mm, and second ring at 24 mm, respectively.

The fact that the URS responses for the rim before and after spin testing contained the same resonance peaks
suggests that spin testing did not introduce damage into the outer four rings of the rim. Results were in agreement

with results from ultrasonic pulse-echo scans and x-ray tomography. These URS responses will be used in the future
as signatures for rims of the same structure. Any damage existing within 48 mm of the rotor may be detected using

these signatures. Future analysis of the URS data from this rim will investigate any damage that may occur due to

fatigue testing.
URS did show potential in evaluating composite rims, as the signals before and after proof spin testing con-

rained detailed resonances for the outer four rings. The signals acquired will serve as baseline, or signature, signals

for further evaluation and analysis of the composite rim. The appearance or disappearance of resonances, along with
changes in amplitude, will be monitored to investigate the damage state of the outer rings of the rim. This type of

analysis will improve the qualification, certification, and lifing of composite rims because these rims are designed

with a fail-safe system: when an outer ring disbonds, the flywheel rotor goes out of balance, causing a system
shutdown.

Summary of Findings

URS detected the full thickness resonance in a well-bonded thick composite ring with a single resonance in the

spectrum resonance spacing domain. In addition, full thickness resonances increased in value as the thickness de-
creased in different sections of the composite ring.

Evaluation of the composite standard ring with intentional EDM notches and drilled holes demonstrated that
discrete voids greater than or equal to 1.70 mm in width perpendicular to the ultrasonic wave path were detected as

an amplitude reduction in the amplitude of the spectrum and spectrum resonance spacing when compared to a
defect-free region. The locations of discrete voids were not consistently determined, since resonances corresponding

to their locations within the thickness did not appear in the spectrum resonance spacing domain. Data from the thick
composite ring also contained resonances at locations with possible kissing disbonds that were not detected by other
NDE methods.

Data from naturally occurring single and clustered voids in a thick composite ring indicated that a single

4.1-mm- (0.16-in.-) wide and 0.8-mm- (0.03-in.-) thick void 1.0 mm below the surface caused a 40-percent reduc-
tion in the full thickness resonance in the spectrum resonance spacing domain and a general decrease in the

spectrum domain. Clustered voids 7.7 mm below the surface reduced the amplitudes of the full thickness resonance
in the spectrum resonance spacing domain by 60 percent. Frequencies above 1.800 MHz in the spectrum domain

declined by 60 percent. However, the locations of the single void and the void cluster were not detected. In addition,
ultrasonic data detected possible kissing disbonds that were undetected by other NDE methods.

A comparison of URS responses from a rim made of concentric composite rings with and without EDM notches
and drilled holes detected minimal differences between responses. The amplitude changes observed in the URS

responses of the rings were not observed in the responses for the rim because the notches in the rim were smaller

NASA/TM--2002-211104 11



thanthosedetectedintherings.TheURSresponsedetectedresonantfrequenciescorrespondingtothelocationof
thefourouterrings,whichwillbeusedtomonitorthedamagestateoftherimduringitslife.Thefullthickness
resonanceofthestandardrimwasnotdetectedbecausesoundpenetrationwaslimitedto48mmintotherim.The
URSresponsefromthecompositerimbeforeandafterspintestingto63,000rpmproducedresonancesofsimilar
amplitudeandfrequency,indicatingthesuccessfulmanufacturingofamultiringcompositerim.Thiswasinagree-
mentwithresultsfromultrasonicpulse-echoscansandx-raytomographyNDEbyotherresearchers.

Conclusion

Multilayered composite rotor systems were investigated with ultrasonic resonance spectroscopy (URS) to assess
capabilities and limitations for flaw detection and material characterization. Amplitude and frequency changes in the

spectrum and spectrum resonance spacing domains were evaluated to establish the foundation for characterizing the
damage state in a composite rotor and related material systems targeted for flywheel technology of the International

Space Station.
This study assessed the capabilities and limitations of URS as an NDE method for flywheel composite rotor

evaluation. The full thickness resonance was produced in a defect-free composite ring. The presence of discrete and
clustered voids with a width greater than 1.70 mm (0.067 in.) perpendicular to the ultrasonic wave path was detected

in composite rings as an amplitude reduction in the spectrum and spectrum resonance spacing. The unique detection
of kissing disbonds by URS requires further investigation, since their existence in the composite rings and rims was

not confirmed destructively or corroborated with other nondestructive techniques. Voids of a width of 1.5 mm
(0.06 in.) were not detected in the multiring composite rim. The presence of the four outer rings was detected, as

resonances corresponding to their locations appeared. The responses before and after spin testing contained the same
resonances for the four outer rings, suggesting that damage was not introduced to the rim by proof spin testing. As a

result, the signals acquired from the multiring composite rim will be baseline signatures for comparison with signals
after fatigue testing. Based on these findings, URS is a viable tool for flight certification of flywheel rotors to be

used in the International Space Station.
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